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ATKRITUMPRODUKTU un KURINAMA IZPETES un TESTESANAS LABORATORIJA
Saskana ar ISO/TEC 17025 standartu starptautiski akredité&ta laboratorija

SIA "Virsma", Sergeja Eizensteina iela 29,
420. telpa (4. stavs), Riga, LV-1079, Latvija

Registracijas nr.: 40103018922
EN ISO/IEC 17025
T-584

TESTESANAS PARSKATS Nr.

Talr.: (+371) 26321168; (+371) 29283123
e-pasts: info@virsma.eu
www.virsma.lv

1-356-22

Liepaja, Andreja Pumpura iela 5, LV-3401

TEST REPORT No.
Pasititajs: SEKARGAS LATVIJA SIA  Pasiititaja adrese:
Customer: Customer address:
Sanemts (sakta apstrade): 16.08.2022 Pasiititaja Sifrs:
Izpildits (izdots parskats): ~ 18.08.2022 Customer's reference:

Dates: (received/completed-report issued)

217/22FIRL; Findata;
Average sample 1; SFHP;
Seal 727299

Parauga nemg;js: Pasutitajs Parauga apraksts: Saulespuku ¢aumalu granulas
Sampling by: Customer Sample description: Sunflower husk pellets
TesteSanas merkis: Noteikt materiala raksturlielumus Parauga svars, kg 29720
Subject of examination: Determination of the material characteristics Sample weight, kg '
TesteSanas rezultati materialam ka sanemts (ja nav noradits citadi)
Test results for material as received (if it is not specified differently)
grvien. Rezultats / Resul .

Parametrs Mérvien czultats /Result |\ onoveiit. | Standarts
P ; Unit of | Kasanemts/ | Sausam mat./ Uncertaint Standard
arameter measure | As Received | Dry Basis y andar
Mlt_ruma daudzums, M % 9.1 ‘02 LVS EN ISO
Moisture content 18134-1:2016
Pelnu saturs, A 0 LVSEN ISO

' ° +0.07

Ash content 550 °C % 2.80 3.08 £ 18122:2016
Siltumspé&ja augstaka pie V = const MJ/kg 18.62 20.50

Qqr kcal/kg 4448 4896
Gross calorific value at constant volume MWh/t 5.17 5.69 f 1% LVSEN ISO
Siltumspé&ja zemaka pie P = const MJ/kg 17.20 19.18 N 18125:2017

Qretp kcal/kg 4109 4581
Net calorific value at constant pressure MWh/t 4.78 5.33
Sers, S % 0.144 0159 | +00%
Sulphur LVS EN ISO

16994:2016
HIors_, Cl % 0.046 0.050 +0.008
Chlorine
Slapeklis, N LVS EN 1SO
Nitrogen % 0.89 0.98 +008 16948:2015
Mehﬁm.ské 1ztuﬁ.ba, DU % 96.7 02 LVS El\! ISO
Mechanical durability 17831-1:2016
Smalkne < 3.15 mm, F 0 LVS EN ISO
Fines < 3.15 mm % 5.63 +015 18846:2017
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Meérvien. _ .

Parametrs ) Rezultats | Nenoteikt. | Standarts

Unit of .

Parameter Result Uncertainty | Standard
measure

Pelnu kuSanas apstakli oksidéjosa atmosfera
Ash melting behaviour oxidizing atmosphere
Saruksanas sakuma temperattra, SST
Shrinkage starting temperature

Deformacijas sakuma temperatiira, DT LVS EN ISO

1320

Deformation temperature oC 1470 £ 10 21404:2020
Izplasanas sakums, HT -
. >1500
Hemisphere temperature
Izpliisana, FT 1500

Flow temperature

Pazinojumi (Announcements):

1. Testesanas rezultati attiecas tikai uz konkréto(iem) paraugu(iem).
Results of this Test Report concern only the present sample(s).

2. Testésanas parskatu daleji drikst kopét tikai ar SIA «Virsmay rakstisko atlauju.
Partial copy of this Test Report is allowed only with a written permission of «Virsmay Ltd.

Apstiprinats/parakstits digitali
Authorized/Signed digitally
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